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This paper demonstrates for the first time the feasibility of utilising waste mussel shells for the synthesis of hydroxy-

apatite, Ca10(PO4)6(OH)2 (denoted as HAP) to be used as a greener, renewable photocatalyst for recalcitrant wastewater

remediation. HAP was synthesised from Perna canaliculus (green-lipped mussel) shells using a novel pyrolysis–wet

slurry  precipitation process. The physicochemical properties of the HAP were characterised using X-ray diffraction

(XRD),  Fourier transform infrared (FTIR) spectroscopy and scanning electron microscopy (SEM). The HAP produced

was  of comparable quality to commercial (Sulzer Metco) HAP. The synthesised HAP had good photocatalytic activity,

whereby methylene blue (a model textile wastewater compound) and its azo dye breakdown products were degraded

with  an initial rate of 2.5 × 10−8 mol L−1 min−1. The overall azo dye degradation was nearly 54% within 6 h and 62%

within  24 h in an oxygen saturated feed in a batch reactor using a HAP concentration of 2.0 g/L, methylene blue

concentration of 5 mg L−1, UV irradiation wavelength of 254 nm and a stirring speed of 300 rpm. The kinetics were

well  described by three first order reactions in series, reflecting the reaction pathway from methylene blue to azo dye

intermediates, then to smaller more highly oxidised intermediates and finally degradation of the recalcitrants. The

final  two steps of the reaction had significantly slower rates than the initial step (rates constants of 6.2 × 10−3 min−1,

1.2  × 10−3 min−1 and approximately (due to limited data points) 1.6 × 10−4 min−1 for the first, second and third step

respectively), which tie in with this mechanism, however it could also indicate that the reaction is either product

inhibited and/or affected by catalyst deactivation. FTIR analysis of the post-reaction HAP revealed surface PO4
3−

group loss. Since there is good photocatalytic activity with oxygen in limited and excess supply during the photore-

action, this indicates the possibility of lattice oxygen participation in the photocatalytic reaction, which needs to be

characterised more fully. However, overall, these results indicate that the HAP derived from the mussel shells is a

promising greener, renewable photocatalyst for the photocatalytic degradation of wastewater components.
©  2013 The Institution of Chemical Engineers. Published by Elsevier B.V. All rights reserved.
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In particular, mussel shells are a calcium-rich resource that
.  Introduction

ussel farming is a fast growing industry around the world
and especially in New Zealand where this research is based),
nd the increase in the production of the mussels generates
 concomitantly large amount of mussel shell waste. Recent
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regulations and strategies on the aquaculture waste have
opened up new opportunities to sustainable development
which has also encouraged the application of environmen-
tal technologies (Gaya and Abdullah, 2008; Chong et al., 2010).
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can be used to produce calcium oxide (lime). This lime can
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be used in several different ways in environmental technolo-
gies, for example in a study conducted by Currie et al. (2007),
lime from mussel shells was shown to be able to remove about
90% of phosphates in water. A further study carried out by
Abeynaike et al. (2011) indicated that mussel shells can also
be converted into hydroxyapatite (HAP) with potential for use
as value-added products. Therefore, by utilising shell waste for
the purposes of water and wastewater treatment, two existing
problems can be solved: pollution remediation and the trans-
formation of a significant existing waste material into a useful
commodity.

HAP is widely used in bone regeneration and dental materi-
als since it is the major inorganic component in natural bones
and teeth (Sivakumar and Manjubala, 2001; Ji et al., 2009). It
has also been widely used as an adsorbent in various appli-
cations such as in hydrogenation and wastewater treatment
(Zahouily et al., 2003; Reddy et al., 2007). The stoichiometric
form of HAP is Ca10(PO4)6(OH)2 where the Ca/P molar ratio is
1.67. HAP has been applied as a catalyst in various applica-
tions such as for dehydration and dehydrogenation reactions
(Abeynaike et al., 2008; Tsuchida et al., 2008; Boucetta et al.,
2009; Khachani et al., 2010), synthesis of chalcone derivatives
(Solhy et al., 2010), gas-phase oxidation reactions (Jun et al.,
2004; Zhang et al., 2008; Domínguez et al., 2009) and also as
a photocatalyst in a select few gas-phase photocatalysis pro-
cesses (Hu et al., 2007; Reddy et al., 2007; Ji et al., 2009; Liu
et al., 2010). Very few studies have evaluated HAP as an aque-
ous phase photocatalyst in its own right – those that have (e.g.
Sheng et al., 2011) have only investigated a very limited range
of reaction conditions and reactants and have not looked at
a wide range of reaction conditions, types of HAP, different
reactants and the reaction mechanism. This work therefore
aims to begin to fill this knowledge gap, where HAP will be
evaluated more  extensively than before as an aqueous phase
photocatalyst for the remediation of a model dye wastewater
containing methylene blue.

Photocatalysis is a rapidly developing wastewater treat-
ment technology, gradually attracting more  interest due to
its ability to fully mineralise various compounds and so is
a potentially important application for HAP. Photocatalysis
can be defined as acceleration of a photoreaction by the
presence of a catalyst (Mills and Le Hunte, 1997; Gaya and
Abdullah, 2008; Castello, 2009). Photocatalysis is best applied
when the more  common wastewater treatment technologies
such as biological degradation, sedimentation, adsorption,
flocculation, filtration and reverse osmosis are insufficiently
effective (Soon and Hameed, 2011) and where the compound
cannot be recovered and needs to be made less toxic and
more  biodegradable by the photocatalytic oxidative degrada-
tion reaction. Three components must be present in order
for the heterogeneous photocatalytic reaction to take place:
an emitted photon (with appropriate wavelength), a catalytic
material (usually a solid catalyst) and a strong oxidising agent
which in most cases is oxygen (De Lasa et al., 2005). The
most commonly used and most active photocatalysts are
powdered semi-conductors such as titanium dioxide (Akpan
and Hameed, 2009; Khataee and Kasiri, 2010; Boiarkina et al.,
2011) and zinc oxide (Ali et al., 2010, 2011). However the
problems with these catalysts are that they are expensive
and consist of metals that have limited availability on Earth.
Using HAP as a photocatalyst overcomes this problem – it
contains readily and widely available atoms (Rakovan, 2002;

Al-Qasas and Rohani, 2005), can be made from renewable
sources (such as waste mussel shells, as in the present work)
and, depending on the required purity, can be inexpensive to
make.

In this work the model wastewater compound tested is
methylene blue, which is a commonly used compound as
the exemplar for azo dye and textile dye wastewaters. It has
been extensively studied throughout photocatalysis literature
(Houas et al., 2001; Ali et al., 2010, 2011; Boiarkina et al.,
2011) and is even the model compound used in the standard
method for assessing photocatalysts (Mills, 2012). Therefore
it is the ideal compound to benchmark the degradation using
the novel HAP photocatalysts synthesised in this work.

Therefore the aim of this paper is to characterise the fea-
sibility of using HAP synthesised from mussel shells as a
renewable photocatalyst for the remediation of a model dye
wastewater.

2.  Materials  and  methods

2.1.  Materials

Green Lipped Mussel shells were kindly donated by San-
ford Ltd. (New Zealand) and originate from their Marlborough
processing plant. Potassium dihydrogen phosphate (KH2PO4)
from Sigma–Aldrich (99% pure) was employed in the forma-
tion of HAP, methylene blue was obtained from Sigma–Aldrich
(85% pure) and 99.5% pure oxygen by BOC gases was used
for oxygenation of the reactant solution. A calcium carbon-
ate standard (99.5% purity) was obtained from Sigma–Aldrich.
A reagent-grade commercially available HAP powder (Sulzer
Metco, Australia) was employed as a comparative standard.
All reagents were used as received, unless otherwise stated.
The water employed in all the studies was deionised water
(from an ELGA Maxima Ultra Purifier System).

2.2.  Methods

2.2.1.  Synthesis  of  HAP
Calcium oxide was produced by calcination of waste mussel
shells in an in-house fabricated tube furnace under nitrogen
flow as described previously (Jones et al., 2011). A wet  pre-
cipitation method was used in order to prepare the HAP. First,
calcium hydroxide with a concentration of 0.1 M was prepared
from calcium oxide that was converted from the raw shell,
then was left in deionized water overnight in a sealed reac-
tor. A 0.06 M phosphate solution was prepared from potassium
dihydrogen phosphate dissolved in deionized water. Specific
concentrations for the calcium hydroxide suspension and the
phosphate solution were used in order to produce stoichio-
metric HAP (i.e. HAP with a Ca/P ratio of 1.67). The phosphate
solution was added into the HAP reactor by a peristaltic pump
(Cole-Parmer MasterFlex, model 7519-06). The solution was
stirred over a period of 5 h under a nitrogen atmosphere to
produce a milky white suspension containing a precipitate.
The resultant solid was separated from the solution by  a cen-
trifuge and dried in an oven at 110 ◦C overnight. The resultant
solid is designated as ‘as-synthesised HAP’. Part of this mate-
rial was further processed by heat treatment (pyrolysis in a
nitrogen atmosphere in the same tube furnace used for calci-
nation) at 800 ◦C for 5 h. This material is designated as ‘heat
treated HAP’.

2.2.2.  Photocatalytic  degradation  experiments

The photocatalysis experiments were carried out in an in-
house custom-made stainless steel UV reactor as shown in
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Fig. 1 – (a) Photo of the stainless steel photoreactor enclosure with power supply on top and magnetic stirrers. (b) Schematic
of the experimental set-up of the photoreactor, showing the two oxygenated beakers used for the batch photocatalysis
experiments.
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ig. 1, described elsewhere (Ali et al., 2010). Two 200 mL  beakers
ere used as reaction vessels. The beakers were filled with

50 mL  of methylene blue containing 2.0 g/L of heat treated
AP powder as photocatalyst (as-synthesised HAP was not

ested in this work).
Photocatalysis experiments were conducted under both

xygen rich (saturated pure oxygen bubbled into the reac-
ion solution) and oxygen limited (no oxygen bubbled into the
eaction solution) conditions. Under limited oxidant supply
onditions, the HAP photocatalysts were effectively examined
nder the ‘toughest’ reaction regime, where the only oxidant is

rom the dissolved oxygen within the reaction solution. Addi-
ional oxygen can only be provided by mass transfer from
he surface of this solution, meaning that the overall reaction
ate could be mass transfer limited by the supply of oxidant.
n other work (Ali et al., 2010, 2011), this has provided an
nsight into the oxygen participation during photocatalysis.
rior to illumination, the suspension was magnetically stirred
n the dark for 30 min, corresponding to the time needed
o establish the adsorption/desorption equilibrium at room
emperature. Stirring was maintained to keep the mixture in
uspension during the irradiation. At regular intervals, sam-
les of 1.0 mL were withdrawn. Before analysis, the samples
ere centrifuged to separate the HAP particles. Methylene
lue concentration was evaluated by UV–vis spectroscopy
Lambda 35 UV-Visible Perkin Elmer), measuring the peak at
62 nm.  Note that this peak does not give a pure response
or methylene blue throughout the reaction and will also be
ontributed to by the absorbance of azo dye photocatalytic
eaction intermediates such as Azure A, Azure B and Azure

 (Ali et al., 2010, 2011). The strongest response is however
rom methylene blue, which has its strongest absorbance at
his wavelength (see Supplementary material for peak wave-
engths comparison of the reaction intermediates), however
ecause of the contributions from the other azo dyes (which
re formed by the photocatalytic reaction), the concentration
erived from this measurement will be presented and inter-
reted as ‘azo dye’ concentration rather than methylene blue
lone.

To get a ‘pure’ concentrations, the aqueous azo dye reac-
ion intermediates and products concentrations (along with a
ure methylene blue concentration) were evaluated by high
erformance liquid chromatography using the method,
eagents and instrument detailed in Boiarkina et al. (2011).

he concentration of methylene blue was determined by cali-
ration using external standards. Note that UV–vis and HPLC
determination of the reaction progress and reaction interme-
diates and products is used in this work and not measures
of mineralisation such as total organic carbon (TOC), since
mineralisation is not the aim of this photocatalytic degrada-
tion; a partial oxidation to more  biodegradable products is.
This is desired, since the authors believe that it is a waste of
energy and reactor size to fully mineralise wastewater pollut-
ants, when a partial degradation can make most pollutants
more  biodegradable and therefore amenable to inexpensive
and widely available biological wastewater treatment (such
as by aerobic and anaerobic digestion in activated sludge
wastewater treatment plants). This paper does not address
the biodegradability of the products formed however (since
this is beyond the scope of the work), but by determining
what is being formed (via HPLC) puts the authors in a good
position to understand what reaction products are formed
when and therefore quantify the extent of partial degrada-
tion. Also by knowing the identities of the reaction products,
more biodegradable products can be identified through litera-
ture search (if required). The biodegradability of the reaction
products however is not a focus of the current paper and will
be explored in future publications.

The pH of the reaction solution was taken before and after
reaction (pH 330i from WTW,  Germany). The intensity of the
UV lamp was measured using a UV probe (SUV 20.1A2Y2 from
IL Metronic Sensortechnik). UV intensity measurements were
monitored periodically to ensure a consistent intensity was
maintained over the experimental period.

Two sets of control experiments were also conducted under
oxygen rich conditions: firstly an evaluation of the photolysis
of methylene blue at the same concentrations used during
photocatalysis – here reactions were run under equivalent
conditions to the photocatalysis runs but in the absence of
photocatalyst; secondly reactions were run in the absence of
UV (in the dark) over the reaction period to quantify the effect
of adsorption over this time.

Note that all reactions were repeated at least once and error
bars the mean ± one standard deviation.

2.2.3.  Characterisation  of  HAP
Characterisation of the raw shell powder, pyrolysed powder,
Ca(OH)2 and HAP produced (both as-synthesised and heat
treated), as well as the HAP after the photocatalysis reac-
tion, was carried out using Fourier transform infrared (FTIR)

spectroscopy, X-ray diffraction (XRD) analysis and scanning
electron microscopy (SEM). FTIR was carried out with a Perkin
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Fig. 2 – XRD patterns demonstrating the change in crystal
structure and chemical composition of pyrolysed mussel
shell powder: (a) 75–150 �m raw mussel shell (b) 75–150 �m
mussel shell pyrolysed at 800 ◦C.

faces resulting from the high temperature during calcination.

Fig. 3 – FTIR spectra of (a) calcium carbonate with 99.5%
Elmer Spectrum 100 using powder on a KRS-5 diamond atten-
uated total reflectance (ATR) system with the wavenumbers
recorded from 380 to 4000 cm−1, in line with other meth-
ods used for HAP (Rodriguez-Lorenzo and Vallet-Regi, 2000;
Al-Qasas and Rohani, 2005; Mostafa, 2005). The spectra pro-
duced were compared to spectra from several references
(Koutsopoulos, 2002; Al-Qasas and Rohani, 2005; Resende
et al., 2006; Tanaka et al., 2012) allowing the key peaks to be
identified.

The X-ray diffraction (XRD) analyses were performed using
a Bruker D8 Advance X-ray diffractometer operating with a 40-
kV Cu K� X-ray source. Scans were carried out in the 2� range
of 10◦–80◦ with a 0.02◦ step size and a 1 s step time.

The morphologies of granular samples were observed using
an FEI Quanta 200 FEG scanning electron microscope (5 kV
accelerating voltage). Prior to imaging, the samples were dou-
ble coated with platinum using a Polaron SC 7640 Sputter
Coater (2 min  coating time) to prevent charging.

3.  Results  and  discussion

3.1.  Conversion  of  shells  to  lime  by  pyrolysis

Pyrolysis of mussel shells at a temperature of 800 ◦C results in
the decomposition of the limestone as per Eq. (1):

CaCO3 � CaO + CO2 (1)

The mass loss at 540 ◦C was consistent with results
reported by Jones et al. (2011) where typical mass loss under
the calcination temperature of 700 ◦C was between 3 and 5%.
Since there is no lime formed at this temperature, the mass
loss can be used to determine the amount of adsorbed mois-
ture and the proteinaceous content of the shell. The pyrolysis
of raw shell at 800 ◦C resulted in mass loss ranging from 44
to 48% including the mass loss of organic material. Subtrac-
ting the organic content determined from the mass loss of the
sample heated at 540 ◦C, allows determination of the mass
loss during the transformation of carbonate to oxide, and this
can be used to determine the extent of transformation from
CaCO3 to CaO based on a theoretical mass loss on full con-
version of 44%. As shown in Table 1, for these samples the
transformation was between 93.6 and 99.5% complete.

Fig. 2 shows XRD patterns for the raw mussel shell pow-
der and powder pyrolysed at 800 ◦C. For the raw shell powder,
all the observed peaks were identified as calcium carbonate
with an aragonite crystal structure (Kuriyavar et al., 2000; Nan
et al., 2008; Galvan-Ruiz et al., 2009). Following the pyrolysis
process at a temperature of 800 ◦C, the pattern was domi-
nated by peaks from lime, with a small amount of calcium
carbonate remaining in the sample in the form of calcite due
to the polymorphic transformation of carbonate that takes
place when heating the shells above 400 ◦C (Davis and Adams,
1965; Perić et al., 1996; Resende et al., 2006; Parker et al., 2010;
Jones et al., 2011). The FTIR spectra of raw mussel shells and
calcium carbonate with 99.5% purity are shown in Fig. 3. Com-
paring the spectra from a commercial calcium carbonate (with
a purity of 99.5%) to the raw shells, the sharp intense bands
around 1400 cm−1, 877 cm−1 and 700 cm−1 confirm a very close
similarity. These bands correspond to the C O bond from car-
bonate (Kuriyavar et al., 2000; Nan et al., 2008; Galvan-Ruiz
et al., 2009). In addition, the bands around 700–704 cm−1 cor-

respond to an aragonite polymorph (Kuriyavar et al., 2000; Nan
et al., 2008). The FTIR spectrum in 3(c) shows a band around
3640 cm−1 attributed to hydroxyl stretching where this band
appears due to adsorbed water and OH species perturbed
due to hydrogen bonding (Resende et al., 2006; Galvan-Ruiz
et al., 2009). The band at 1416 corresponds to C O bond from
carbonate while the band around 875 cm−1 and 500 cm−1 cor-
responds to Ca O bonds (Galvan-Ruiz et al., 2009). This again
indicates that lime has formed with an unconverted calcium
carbonate residual.

The SEM images shown in Fig. 4 indicate that there are
structural changes that occur during the pyrolysis, consistent
with those observed in previous studies (Abeynaike et al., 2011;
Jones et al., 2011). Fig. 4a and c show that the raw mussel
shells have well-defined edges and are fragmented to reveal
a layered structure common in mollusks. In Fig. 4b, it can be
seen that the edges were not well-defined. In Fig. 4d, it can
be seen that there are some relief lines on the particle sur-
purity, (b) raw mussel shells and (c) mussel shells pyrolysed
at 800 ◦C.
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Table 1 – Summary of mass loss from raw shell and calcium carbonate with 99.5% purity.

Item Pyrolysis temp. (◦C) Holding time (h) Mass lossa (%) Transformationb (%)

Raw shell 540 3 4.6 0
Raw shell 800 5 44–48 93.6–99.5
CaCO3 with 99.5% purity 800 5 41.6 94.5

a Total percentage of mass loss includes the organic material.
b Total percentage of transformation takes into consideration the mass loss due to organics.
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or the pyrolysed shells, the coarsening of particles can be
bserved as shown in Fig. 4b and d. The morphology of the raw
ussel shells differed considerably from the calcium oxide

ndicating that the calcination process releases CO2 as shown
n Eq. (1) and creates some cavities. This structure of the cal-
ined shells helps to react with deionised water to hydrolyse
he calcium oxide to calcium hydroxide in order to form a solid
uspension/slurry of calcium hydroxide for the preparation of
AP.

.2.  Formation  of  HAP  from  the  shell-derived  lime

AP was synthesised in a semi-batch reactor via a heteroge-
eous reaction where the potassium dihydrogen phosphate

as being dosed into a stirred solid suspension of cal-

ium hydroxide. The precipitates from the reaction were

ig. 4 – SEM micrographs of (a) overall view of a raw mussel shel
alcium oxide particle produced from shell pyrolysed at 800 ◦C, (c
hell, (d) close-up of the surface morphologies of the pyrolysed a
washed several times using deionised water and further dried
overnight in an oven at 110 ◦C. The overall reaction for this
mechanism is shown by Eq. (2):

10Ca(OH)2 + 6KH2PO4 � Ca10(PO4)6(OH)2 + 6KOH + 12H2O (2)

Characterisation of as-synthesised and heat treated pow-
ders by FTIR and XRD (Figs. 5 and 6) confirmed that HAP  was
produced. The XRD pattern for the as-synthesised HAP (Fig. 5a)
confirms that although HAP was formed (full peak match to
reference XRD patterns as reported by Koutsopoulos, 2002; Al-
Qasas and Rohani, 2005; Tsuchida et al., 2008; Wang et al.,
2010), there was still a small trace of calcite remaining from
the original calcination process since the transformation of

the raw shell to lime is between 93.6 and 99.5% as shown in
Table 1. Similar findings were observed in the FTIR spectrum

l particle after crushing and grinding, (b) overall view of a
) close-up of the surface morphologies of the raw mussel
t 800 ◦C.
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Fig. 5 – XRD patterns for three different HAP powders: (a)
as-synthesised HAP, (b) heat treated HAP, and (c)

Commercial HAP.

for the as-synthesised HAP as shown in Fig. 6a where the band
at 1417 cm−1 corresponds to the CO3

2− group. The existence
of CO3

2− ions in the HAP could also be due to the adsorp-
tion of CO2 in the atmosphere during the preparation of HAP
(Rodriguez-Lorenzo and Vallet-Regi, 2000; Tanaka et al., 2012;
Khalid et al., 2013). It should be noted that the synthesis of
HAP done in this work were done in a nitrogen atmosphere
in order to minimise the possibilities of the incorporation of
the CO3

2− in the lattice (via CO2 uptake). The calcite was not
detected for the heat treated HAP as shown by the XRD pattern
in Fig. 5b however, either indicating that some of the remain
calcite was converted to lime via calcination during this final
heat treatment as in previous work (Jones et al., 2011), or that
the calcite or lime (that is expected to form in the heat treated
HAP) could not be detected by the XRD – the XRD detection
limit is 5–10% (Cullity, 1956). Note that Khalid et al. (2013) has
similar findings on the decrease in the intensity of CO3

2− ions
in the FTIR spectrum when HAP powders were heat treated.

The FTIR analyses for the as-synthesised, heat treated and

commercial (Sulzer Metco) HAP shown in Fig. 6 again con-
firmed that HAP was formed from the shell material, with the

Fig. 6 – FTIR spectra for the three different HAP powders: (a)
as-synthesised HAP, (b) heat treated HAP, and (c)
Commercial HAP.
PO4
3− and OH−1 groups characteristic of HAP: the bands at

962, 874 and 559 cm−1 correspond to the PO4
3− group (Tanaka

et al., 2012; Reddy et al., 2007; Wang et al., 2010). Based on sev-
eral studies done on HAP as photocatalyst, the PO3

4− group
is believed to play important roles in the photocatalytic reac-
tions (Nishikawa, 2004a; Pratap Reddy et al., 2007; Reddy et al.,
2007). The electron state of the surface PO3

4− group changes
and create a vacancy on the HAP and consequently will cause
the formation of O2

•− through the electron transfer to O2 in
the atmosphere. The FTIR spectra of the as-synthesised HAP
(Fig. 6a), showed a broad band around 3300 cm−1 which is due
to absorbed water, whereas this broad band does not appear
in either the heat treated or the commercial HAP. This shows
that this water is not strongly bound and can be removed via
drying if this is needed. The IR spectra for both the heat treated
and commercial HAP (Fig. 6b) show a band around 3572 cm−1

assigned to the hydroxyl group (Tanaka et al., 2012; Wang et al.,
2010). Based on the study done by Tanaka et al. (2012), this
hydroxyl group played an important role in the photocatalytic
decomposition of dimethyl sulphide, where this decomposi-
tion through UV irradiation took place on the surface P–OH
groups of HAP, which may be due to the formation of surface
P–OH radicals.

The intense sharp bands around 1087, 962, 600 and
474 cm−1 seen in both the heat treated and commercial HAP,
which correspond to the PO4

3− group, confirm that the HAP
synthesised from the shell waste material was similar to that
of the commercial powder. From the EDS spectrum for the
as-synthesised and heat treated HAP, shown in Fig. 7a and b
respectively, it can be seen that both materials are composed
of calcium, carbon, oxygen and phosphorous. However, traces
of potassium were also observed in both samples. This is per-
haps due to the material being insufficiently washed with
water and future work will look at optimising this washing
stage. It is important to wash the precipitate with high water
purity because the apatite lattice readily incorporates foreign
elements into the structure (Gross and Berndt, 2002).

From the EDS analysis, the Ca/P ratio for both samples were
calculated and for the as-synthesised HAP, the Ca/P ratio was
1.61 while for the heat treated sample the ratio was 1.66 which
is very close to the stoichiometric HAP ratio of 1.67.

3.3.  Photocatalytic  degradation  of  methylene  blue  by
HAP

The results of the degradation of methylene blue in photolysis
(UV lit in the absence of catalyst), under dark (i.e. adsorption
only) and with UV lit oxygen limited and oxygen rich condi-
tions are shown in Fig. 8.

Fig. 8 shows that photolysis of methylene blue was neg-
ligible, indicating that the degradation of methylene blue in
the presence of HAP is likely to be due to photocatalysis. The
photolytic degradation of methylene blue in this reactor has
been also shown to be negligible in previous work in the same
laboratory (Ali et al., 2010).

The dark adsorption experiments shown in Fig. 8 show
that adsorption to the HAP at the loading used (methylene
blue at 5 mg  L−1 and heat treated HAP at 2.0 g/L) was negli-
gible. This indicates that adsorption is likely to be a minor
methylene blue removal mechanism in this system (assum-

ing that adsorption properties do not change significantly in
the presence of UV light).
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Fig. 7 – EDS analysis for: (a) as-syn

When UV light (at 254 nm)  was present, photocatalysis
ccurred under both oxygen rich and oxygen limited con-
itions. Degradation (here monitored via decolorisation at a
V–vis wavelength of 662 nm which is characteristic of the
rimary degradation of methylene blue) was observed for the
rst 90 min  only with an overall degradation of only 1.8%
nd no further decrease with time. It can be seen that the
egradation was higher when oxygen (the oxidant) is present
nd the reasons for this are discussed below. Under oxygen
imited conditions the degradation was around 39% after 6 h
nd showed no further change when extending the time to
4 h. For the oxygen rich conditions, at 6 h the degradation
as around 54% and increased further with time, reaching 62%

fter 24 h.
Overall Fig. 8 therefore shows that HAP derived from mus-

el shells is a photocatalyst in the presence of UV light
hen used in aqueous solutions. This therefore opens up the

ossibilities of using HAP for pollution remediation through
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ig. 8 – Comparison of the degradation of the azo dye
ompounds from methylene blue and its reaction
ntermediates using UV–vis spectroscopy in: photolysis
ontrol experiments under oxygen rich conditions (�),
dsorption (UV dark) control experiments under oxygen
ich conditions (�), heat treated HAP photocatalysis under
xygen limited conditions (�), heat treated HAP
hotocatalysis under oxygen rich conditions (�). HAP

oaded at 2.0 g/L.
ised HAP and (b) heat treated HAP.

the transformation of a significant existing waste material
– waste sea shells. Furthermore, this shows that a greener
photocatalyst is available, produced from readily and widely
available atoms and synthesised from renewable and poten-
tially recycled sources (if for example the phosphates are
taken from wastewaters). However, the key issue is – how good
a photocatalyst is it?

When compared to another HAP, the shell-derived HAP
appears to be a superior photocatalyst. Fig. 9 shows a compar-
ison of mussel shell derived heat treated HAP and the Sulzer
Metco commercially sourced HAP for the photocatalytic degra-
dation of methylene blue under oxygen rich conditions. This
shows that the mussel shell derived HAP is the more  effective
photocatalyst over the reaction period studied. The difference
in performance between the two is most likely due to the dif-
ferences in material properties outlined in Sections 3.1 and
3.2. It is suspected that the difference in performance is from
the CO3

2− ions in the shell-derived heat treated HAP as shown
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Fig. 9 – Comparison of the Sulzer Metco commercially
sourced HAP (�) and mussel shell derived heat treated HAP
(�) for the photocatalytic degradation under oxygen rich
conditions of methylene blue and its azo dye reaction
products with concentration of the azo dyes measured
using UV–vis spectroscopy. Both catalysts were  loaded at
2.5 g/L.
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Fig. 10 – Three stage first order plot for the kinetic
photodegradation of azo dye in the presence of heat treated
HAP as photocatalyst under oxygen rich conditions based

on the data in Fig. 8.

in Fig. 6b. The exact nature of this performance enhancement
has yet to be determined.

A kinetic analysis of the data with the heat treated HAP
as photocatalyst in Fig. 8 is shown in Fig. 10 and Table 2. A
first order kinetic model analysis is used as these are com-
monly used in photocatalysis research (as the simplification
of the Langmuir–Hinshelwood kinetic model when there are
dilute reactant concentrations) and have in particular been
used in several studies quantifying the kinetics of photocat-
alytic dye oxidation in aqueous systems (Houas et al., 2001;
Rauf et al., 2010). Fig. 10 is the resulting first-order-reaction
analysis of methylene blue degradation with heat treated HAP.
Note that the semi log data does not produce a single straight
line, hence does not fit a simple first order reaction model for
the entire period of the reaction. A series of first order reac-
tions (as shown in Fig. 10) is often found to be appropriate for
advanced oxidation reactions, since the degradation can be
broken down in to several different dominant reaction steps,
such as primary degradation of the reactant, several secondary
degradation steps corresponding to the oxidation to major sta-
ble/recalcitrant classes of reaction intermediate and finally
mineralisation (Houas et al., 2001; Ali et al., 2011). This is an
accepted kinetic modelling strategy for both non-catalytic and
heterogeneously catalysed wet oxidation reactions (Li et al.,
1991; Belkacemi et al., 2000), a technology which also degrades
compounds via a free radical oxidation mechanism (Patterson
et al., 2001b). It is not widely used for photocatalysis since

the primary degradation of the reactant is often dominant
and so fast that many  reactions can be fitted with a single

Table 2 – Summary of three steps of first order reaction
rate constant on liquid volume basis (kapp: min−1).

Reaction step Reaction rate constant, kapp (min−1)

1 6.2 × 10−3

2 1.2 × 10−3

3 1.6 × 10−4 (approximate)a

a Due to lack of data over this rate period.
first order expression – this is however not the case for the
HAP photocatalysis reactions here and so the reactions of the
intermediates need to be accounted for in the kinetics. It is
found that the degradation of methylene blue and its azo dye
reaction intermediates is well modelled by a three step series
of first order reactions. This reflects the expected reaction
pathway: first from methylene blue to azo dye intermediates
(which should have the fastest rate, since methylene blue has
the strongest response in the UV–vis measurement used in
this work), then secondary degradation of the azo dyes to
smaller more  highly oxidised intermediates (that do not show
UV absorbance at 662 nm)  and finally degradation of the recal-
citrant coloured reaction intermediates. This directly relates
to the currently understood pathways of methylene blue pho-
tocatalytic degradation (Ali et al., 2011). Fig. 11 shows the
concentration of MB and the peak areas of the reaction inter-
mediates/products as measured by HPLC during the course
of a typical reaction and indicates that these pathways most
likely apply for the photcatalysis of MB with HAP also. In par-
ticular, these results show that like many  other studies of
the photocatalytic degradation of MB, Azure B is the major
reaction intermediate/product (Ali et al., 2011). Fig. 11 also
indicates that the reaction rate for all of the component reac-
tions slows considerably between the 5 and 10 h reaction time
– this is inclusive of the degradation of MB as well as the forma-
tion and degradation of Azure A, Azure B, Azure C and Thionin.
A full analysis of these reaction pathways and kinetics will be
covered in a future publication.

The first order reaction rate constants for three first order
kinetic regions are shown in Table 2. These show the trend
expected from the methylene blue reaction mechanism: fast
primary degradation, slower secondary degradation, with the
degradation of the recalcitrant intermediates being the slow-
est reaction stage. However it also could indicate that the
reaction is either product inhibited and/or affected by catalyst
deactivation – and so this was therefore investigated further.
Note that due to limited data in the final stages of the reac-
tion, the authors are less confident on the value with the rate
constant for the third and final reaction stage, compared to the
first two stages of the reaction. Further work is needed to refine
this value. However, the rate and rate constants are represen-
tative of the overall change in concentration seen during this
time and serve to demonstrate that the rate is slower during
this period.

Fig. 12 shows a comparison between heat treated HAP
photodegradation of MB at two different stirring speeds: 300
and 600 rpm. These results show that there is no significant
difference in degradation extent and therefore reaction rate
between the two sets of data (within the error range of the
data). This indicates that external mass transfer resistances
are not significant at the stirring speeds used. The true photo-
catalytic reaction kinetics have therefore been measured and
quantified in the preceding analysis.

Overall, these results are consistent with the fact that
dissolved oxygen should be able to scavenge an electron at
the surface of a UV-irradiated photocatalyst, which aids in
the separation of photo-generated charges and decreases the
recombination of generated electron–hole pairs (Nishikawa
and Omamiuda, 2002). In other words, oxygen provides the
oxidant source in indirect oxidation through the production
of radical species (most likely hydroxyl radicals here) and
so having an excess of it present should increase the oxi-

dation rate, as observed (in Fig. 8 in particular). This is well
established in semiconductor photocatalysis work, but has not
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Fig. 11 – HPLC determined reaction profile of the degradation of initially 5 mg  L−1 MB  with 2.5 g/L of heat treated HAP
photocatalyst under oxygen rich conditions, showing the concentration of MB  and its degradation intermediates/products
over the reaction period. Reaction intermediates/products are: Azure A (AA), Azure B (AB), Azure C (AC) and Thionin (Th). (a)
Methylene blue concentration (b) Overall reaction profile with HPLC peak area as a proxy for concentration, (b) close-up of
the intermediate/products without major reaction species MB  and AB with HPLC peak area as a proxy for concentration.
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et been clearly established for liquid phase HAP photocata-
ysis. However, there an analogy to this in previous gaseous
AP photocatalytic work where Nishikawa and Omamiuda

2002) reported that an increase in the photocatalytic degra-
ation of methyl mercaptane by hydroxyapatite corresponded
o an increase in the amount of superoxide (O2

•−) species
hich were generated due to the UV irradiation – the main

pecies that would be generated by indirect oxidation in a dry
as phase photooxidation. The formation of radicals on HAP
hrough UV irradiation in the gas phase is also reported in
ther papers from the same research group (Nishikawa and
mamiuda, 2002; Nishikawa, 2003, 2004a,b, 2007). Nishikawa
nd Omamiuda (2002) have indicated that the oxygen vacancy
s formed on HAP by UV irradiation and suggest that the acti-
ation of oxygen takes place by the formation of the labile
uperoxide radicals due to electron transfer to O2 in the atmo-

phere (Nishikawa and Omamiuda, 2002). It is likely that in the
queous environment of the current experiments, a similar
mechanism is occurring, but with hydroxyl radical species
(such as HO•) being formed instead of the superoxide radicals,
as dictated by the expected aqueous equilibrium reactions of
these species (Dannacher and Schlenker, 1996; Patterson et al.,
2001a,b) and as found in conventional semi-conductor photo-
catalysis (Hoffmann et al., 1995). However, if this is the case,
then this mechanism cannot be used to explain the photocat-
alytic reaction proceeding in the absence of sufficient oxygen,
as in the oxygen limited case. Here, the only available oxygen
is from the residual oxygen within the reaction solution and
any that can mass transfer from the surface of the solution
into the bulk solution.

Comparative FTIR spectra of the heat treated HAP pow-
der before and after the photocatalytic reaction are shown in
Fig. 13. This figure reveals that the absorbance intensity due
to the PO4

3− group at 1087, 960, 594 and 470 cm−1 are drasti-

cally decreased after photocatalytic reaction. A similar trend
was observed for the band at 1019 cm−1 which corresponds to
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Fig. 12 – Comparison of the degradation of the azo dye
compounds from methylene blue and its reaction
intermediates by photocatalysis at two different stirring
speeds with 2.5 g/L heat treated HAP under oxygen rich
conditions with concentrations measured using UV–vis
spectroscopy. This shows that external mass transfer
resistances are likely to be insignificant at the stirring

speeds used.

the HPO4
2− in non-stoichiometric HAP. The formation of radi-

cals on HAP by a photocatalytic reaction has been reported
by several researchers. The changes of surface PO4

3− group
and generation of trapped electron suggest the appearance of
oxygen vacancy by UV irradiation (Nishikawa and Omamiuda,
2002; Nishikawa, 2003, 2004a). This indicates that the phos-
phate group (the moiety containing oxygen in HAP) could be
dissolved during the reaction. This is not expected at the pH
that the HAP was subjected to in this reaction (the pH of
the solution before the photocatalytic reaction was 6.7 and
following the reaction was slightly higher at 7.8), since HAP
is sparingly soluble at pHs above 4.2 (De Groot et al., 1990;

Ferna’ndez et al., 1999). This may therefore indicate that there
is photocatalytic dissolution of HAP. Furthermore, since there

Fig. 13 – FTIR spectra for the heat treated HAP powder: (a)
before photocatalytic reaction and (b) after photocatalytic
reaction.
is photocatalytic activity in the absence of an oxidant, this
may also indicate that the lattice oxygen is being used instead,
in a Mars Van Krevelen type mechanism. A parallel to this
lies in the work of Ali et al. (2010, 2011) who used nanostruc-
tured ZnO thin films in methylene blue photocatalysis. In this
work, it was demonstrated that photocatalysis occurred in the
absence of oxidant (as it does here) and through confirming
more  rapid dissolution of the ZnO under these conditions, it
was hypothesised that this was likely to be through a Mars
Van Krevelen type mechanism, where lattice oxygen from the
ZnO films were consumed under oxygen limited conditions.
The effect was more  pronounced in less crystalline structures
(i.e. more  defects, which aid photo-dissolution). Similar results
are seen in this work, so it is therefore possible that the same
may also be happening with the HAP here.

Therefore, the decrease in the absorbance intensity due to
PO4

3− and HPO4
2− in Fig. 13 may indicate that these groups

are being photo-dissolved in order for the lattice oxygen to
participate in the redox reactions degrading the methylene
blue. This is perhaps due to the trapped electron generated
by the UV irradiation forming surface P–OH radicals on HAP.
This photo-degradation would also deactivate the HAP photo-
catalyst, which may also be a contributing factor to the drop
in reaction rate in the latter stages of the reaction as outlined
earlier.

This all indicates that like the ZnO photocatalysts, the HAP
photocatalytic reaction mechanism in both the solid and liq-
uid phases are not fully understood and is different to what
is expected from the currently available photocatalysis lit-
erature. Further work is therefore continuing, characterising
a full range of HAP structures and photocatalytic reaction
mechanisms in both the solid and liquid phases, determining
the optimal conditions and operating envelope for stabilising
this photocatalyst deactivation pathway whilst maintaining
acceptable photocatalytic activity.

4.  Conclusions

It has been demonstrated that it is possible to use waste
mussel shells (Perna canaliculus) as a calcium source to form
lime (calcium oxide) and then hydroxyapatite (HAP) by first
pyrolysis at 800 ◦C and then a wet precipitation method at
room temperature and without pH control in a short 5 h reac-
tion time. A further heat treatment at 800 ◦C increased the
crystallinity of the HAP formed. The HAP produced was com-
parable to a commercial HAP, although the as-synthesised
material contained residual calcite due to incomplete cal-
cination. This calcite was removed by the subsequent heat
treatment step following HAP production.

It has been shown for the first time that this mussel
derived HAP can be used as a photocatalyst for the degrada-
tion of aqueous pollutants. Methylene blue was successfully
degraded (primarily measured as decolourization at a UV–vis
wavelength of 662 nm)  by the heat treated HAP photocatalyst
under both oxygen limited and oxygen rich conditions. Under
oxygen limited conditions, the degradation of methylene blue
was approximately 39% after 6 h and showed no further
increase with longer durations. For the oxygen rich condi-
tions, degradation during the initial 6 h was approximately
54% and increased to 62% after 24 h. The photodegradation
of methylene blue in the presence of HAP as photocatalyst

is well modelled by a series of three first-order-reactions
with the first stage reaction rate constant is 6.2 × 10−3 min−1,
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ollowed by 1.2 × 10−3 min−1 for the second stage and finally
pproximately (due to limited data in this kinetic stage)
.6 × 10−4 min−1 for the third stage with an average reaction
ate of 2.5 × 10−8 mol  L−1 min−1 over all three stages. These
hree reaction stages reflect the currently understood photo-
atalytic reaction pathway: primary degradation of methylene
lue to azo dye intermediates, then secondary degradation to
maller more  highly oxidised intermediates and finally degra-
ation of recalcitrants. The final two steps of the reaction
ad significantly slower rates than the initial step, which tie

n with this mechanism, however it also could indicate that
he reaction is either product inhibited and/or affected by
atalyst deactivation. FTIR analysis of the HAP before and
fter the photocatalysis experiments showed a decrease in
he absorbance intensity of PO4

3− and HPO4
2−, indicating

hoto-dissolution of the HAP. This is perhaps due to trapped
lectrons generated by the UV irradiation forming surface
–OH• radicals on HAP, which can participate as the oxygen
nd/or oxidant source for the reactions under oxygen limited
onditions, but therefore also causing catalyst deactivation
hrough dissolution. This indicates that the photocatalytic
eaction mechanism in both the solid and liquid phases is
ifferent to what is normally expected from the currently
vailable photocatalysis literature, providing a platform for
uture work exploring the materials and operating envelopes
or stabilising this photocatalyst deactivation pathway whilst

aintaining acceptable photocatalytic activity.
Overall this project indicates that waste mussel shells

an be converted into a HAP photocatalyst with good pho-
ocatalytic activity. This potentially provides a greener route
or recovering and recycling waste shells into hydroxyapatite
hich can be used as alternative photocatalyst in the photo-

atalytic degradation of wastewater components.
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