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Abstract 

 

This chapter discusses the possible use of bamboo fibre composites in 

structural applications, highlighting how the performance of the 

composite can be modified by the bamboo species, fibre extraction 

process, and composite fabrication method. Bamboo fibre composites are 

affected by parameters such as species, age, and extraction processes. 

Apart from that, the performance of bamboo fibre composites is 

influenced by the matrix, which consists of thermosetting and 

thermoplastic resins.  
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